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Rolled bars

StraighteningShot Blasting
Billet rolling

Cogging Small and 
medium bar rolling

Billet 
inspection

Main machine [Facility capacity]
No.2 Steelmaking plant (Production of crude steel) [93,000ｔ per month]　　Large bar rolling machine　　       　   [35,000ｔ per month]　　Assel tube rolling mill   [12,000ｔ per month]
No.1 Steelmaking plant (Production of crude steel) [40,000ｔ per month]　　Small & medium bar rolling machine  [79,000ｔ per month]　　Hot extrusion press 　  [  1,800ｔ per month]
　　　　　　　　　　　　　　　　　　　 　　　　　　　　　　　　　　　　　　　Forging machine      　　　　　　　　   [  8,500ｔ per month]

Pickling

Tubes

Bars

15t ESR 5t VAR1t VIM

Special melting

Ingot

※Subsequent steps are the same as for special steel
※The specific heat treatment and working process varies according to the customer's specifications

Operation flow
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